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1
SYSTEMS AND METHODS FOR
POLYSTYRENE FOAM RECYCLING USING
BRANCHED DIBASIC ESTERS

CROSS-REFERENCE TO RELATED
APPLICATIONS

This application claims the benefit of U.S. Provisional
Application Ser. No. 61/584,852, filed on Jan. 10, 2012,
herein incorporated by reference.

FIELD OF INVENTION

This invention relates to systems and methods for reducing
the volume of polystyrene foam and, in particular, reducing
the volume of polystyrene foam using branched dibasic
esters, wherein the system and methods of the invention are
suitable in recycling applications among others.

BACKGROUND OF THE INVENTION

Polystyrene foam, such as expanded polystyrene (EPS),
has many industrial applications, for example, in the food
industry as cups and containers. However, such polystyrene-
based products suffer from significant drawbacks such as
uneconomical recycling as well as lack of biodegradability.
Polystyrene foam, and especially expanded polystyrene
foam, creates a recycling issue due to its low bulk density.
Transporting polystyrene foam to a recycling plant becomes
quite expensive, since polystyrene foam takes a lot of space
per weight because of its low bulk density. The waste poly-
styrene foam is transported, usually by truck, from the res-
taurant to waste facility. However, given the large volume of
polystyrene foam and EPS relative to its weight, transporta-
tion becomes extremely inefficient (as only a fraction of the
maximum weight capacity of the truck is utilized). This
results in significantly more costs (fuel, time, etc.) in trans-
porting the same weight of EPS as compared to regular waste.

Others have tried to solve this problem with limited suc-
cess. For example, some have tried to compact the polysty-
rene foam to increase its bulk density, i.e., to lower its volume
per weight. However, such methods to compact polystyrene
foam are typically very expensive as special equipment is
required to recycle polystyrene foam products. Another
approach to recycling of EPS is to chemically to reduce the
EPS volume. However, there are significant drawbacks uti-
lizing these chemicals as such chemicals can be very hazard-
ous to human health and to the environment, as well as have
storage, transportation and stability issues. Other chemicals,
for example terpenes, have storage and transportation issues
because of their flash point and are highly volatile.

SUMMARY OF THE INVENTION

Reducing the foam volume prior to transportation of the
waste product enhances the economics of recycling polysty-
rene foam. One method is to use a solvent to dissolve the
polystyrene foam. This method has two benefits. First it
reduces the volume of polystyrene foam, but second it enables
recycling/reprocessing once the solvent is removed. In other
words, the dissolution becomes an integral part of the recy-
cling process which can begin at the disposal point (e.g.,
restaurant, event, etc.).

It has been surprisingly discovered that non-linear dibasic
esters dissolve significantly more polystyrene foam than lin-
ear dibasic esters. This finding is important from a processing
and economic perspective, as it would take less solvent to
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reduce the same amount of polystyrene foam. This finding is
also important at point of use operations which can not readily
be changed everyday. Non-linear dibasic esters enable higher
throughput capacity for both recycling collection point and
plant/reprocessing use.

Accordingly, the present invention, in one aspect, is a poly-
styrene volume foam reducing agent comprising a mixture of:
(A) a dibasic ester blend comprising dialkyl methylglutarate
and, optionally, at least one of a dialkyl ethylsuccinate, a
dialkyl adipate, a dialkyl succinate or a dialkyl glutarate; and
(B) optionally, at least one surfactant, whereby the foam
reduction agent is capable of decreasing the volume of a
polystyrene material or, otherwise, collapsing a polystyrene
cell to form a compact gel material. In another embodiment,
the dibasic ester blend comprises dialkyl methylglutarate,
dialkyl ethylsuccinate and, oprionally, dialkyl adipate In
some embodiments, the dibasic ester blend comprises a
dialkyl methylglutarate, a dialkyl ethylsuccinate and a dialkyl
adipate. The dibasic ester blend can further comprise at least
one of dialkyl succinate or dialkyl glutarate, in other embodi-
ments. In some embodiments, the at least one surfactant is
selected from the group consisting of a terpene and an alcohol
ethoxylate.

In another aspect, the present invention is a method for
reducing the volume of polystyrene foam comprising the
steps of: contacting a polystyrene volume reducing agent to
polystyrene foam, whereby the foam reduction agent is
capable of collapsing a polystyrene cell to form a compact gel
material.

In one embodiment, the dibasic ester blend is selected from
dialkyl methylglutarate, dialkyl ethylsuccinate, dialkyl adi-
pate, dialkyl succinate, dialkyl glutarate or any combination
thereof.

BRIEF DESCRIPTION OF DRAWINGS

FIG. 1 is a chart illustrating the dissolution of expanded
polystyrene (EPS) in dibasic esters as described herein.

DETAILED DESCRIPTION OF THE INVENTION

As used herein, the term “alkyl” means a saturated or
unsaturated straight chain, branched chain, or cyclic hydro-
carbon radical, including but not limited to, methyl, ethyl,
n-propyl, iso-propyl, n-butyl, sec-butyl, t-butyl, pentyl,
n-hexyl, and cyclohexyl.

As used herein, the term “aryl” means a monovalent unsat-
urated hydrocarbon radical containing one or more six-mem-
bered carbon rings in which the unsaturation may be repre-
sented by three conjugated double bonds, which may be
substituted one or more of carbons of the ring with hydroxy,
alkyl, alkenyl, halo, haloalkyl, or amino, including but not
limited to, phenoxy, phenyl, methylphenyl, dimethylphenyl,
trimethylphenyl, chlorophenyl, trichloromethylphenyl, ami-
nophenyl, and tristyrylphenyl.

As used herein, the term “alkylene” means a divalent satu-
rated straight or branched chain hydrocarbon radical, such as
for example, methylene, dimethylene, trimethylene.

Asused herein, the terminology “(Cr—Cs)” in reference to
an organic group, wherein r and s are each integers, indicates
that the group may contain from r carbon atoms to s carbon
atoms per group.

Described herein are novel compositions, systems and
methods for reducing the volume of polystyrene foam. The
reduction of volume of polystyrene foam can be accom-
plished through use of a polystyrene volume reducing agent
comprising a solvent blend. The solvent blend, in one
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embodiment, is a dibasic ester blend comprising a mixture of
1) a dialkyl methylglutarate and ii) and at least one of a dialkyl
ethylsuccinate or a dialkyl adipate. The polystyrene volume
reducing agent can comprise additional components, includ-
ing but not limited to one or more surfactants. The volume
reduction agent is capable of collapsing a polystyrene cell to
form a compact gel material. i.e., decrease its volume. It is
understood that the term “polystyrene” includes any synthetic
polymer made from one or more distinct monomeric units, at
least one of which is a styrene monomer. In one embodiment,
the polystyrene is rigid or foamed.

In one embodiment, the solvent blend is a blend of dibasic
esters comprising a mixture of C,-C,, dialkyl methylglut-
arate, C,-C, , dialkyl ethylsuccinate, and, optionally, C,-C, ,
dialkyl adipate. In another embodiment, the dibasic ester
blend is at least one of: C,-C,, dialkyl methylglutarate,
C,-C,, dialkyl ethylsuccinate and C,-C, , dialkyl adipate. In
another embodiment, the dibasic ester blend is a mixture of at
least two of: C,-C,, dialkyl methylglutarate, C,-C,, dialkyl
ethylsuccinate and C,-C,, dialkyl adipate. In another
embodiment, the dibasic ester blend is a mixture of at least
two of: C,-C,, dialkyl methylglutarate, C,-C, , dialky] ethyl-
succinate, C,-C, , dialkyl glutarate, C,-C, , dialkyl succinate
and C,-C,, dialkyl adipate.

In a further embodiment, the dibasic ester blend is a mix-
ture of: (1) C,-C, , dialkyl methylglutarate and (ii) at least one
of: C,-C,, dialkyl ethylsuccinate, C,-C,, dialkyl glutarate,
C,-C,, dialkyl succinate and C,-C, , dialkyl adipate. In some
specific embodiments, the dibasic ester blend is a mixture of:
(i) C,-C,, dialkyl methylglutarate and (ii) C,-C,, dialkyl
ethylsuccinate.

It is understood that in any of the embodiments mentioned
herein, and in particular the aforementioned paragraph, the
C,-C,, group can include, in one embodiment, a C,-C,,
group. In other embodiments, the C,-C,, group includes a
C,-Cq group, a C, -Cy4 group, a C,-C; group, a C,-C, group, a
C,-C,, group, a C;-C,, group, a C,-C,, group, a C5-C,,
group, and/or a C5-C,, group. For example, the dibasic ester
blend can be, in a particular embodiment, a mixture of C,-Cg
dialkyl methylglutarate, C,-C, dialkyl ethylsuccinate, and,
optionally, C,-Cg dialkyl adipate.

In another embodiment, the blend is a mixture of: dialkyl
2-methylglutarate present from about 70-95 wt %, more typi-
cally, 80-92 wt %, more typically from about 86-90 wt % (by
weight of blend), dialkyl ethylsuccinate present from about
3-20 wt %, more typically from about 5-15 wt % (by weight
otf'blend), more typically from about 9-11 wt % (by weight of
blend), and, dialkyl adipate present from about 0-2.5 wt %,
more typically, 0-1 wt % (by weight of blend). In some
embodiments, the dialkyl group is a dimethyl group, in other
embodiments, the dialkyl group is a diethyl group, which in
other embodiments is a dipropyl group or diamyl group or
iso-amyl group.

In one embodiment, the solvent blend comprises (i) one or
a (ii) blend of dibasic esters. In one embodiment, the blend
comprises adducts of alcohol and linear diacids, the adducts
having the formula R;,—OOC-A-COO—R, wherein R, and/
or R, comprise, individually, a C,-C,, alkyl, more typically a
C,-Cy alkyl, and A comprises a mixture of —(CH,),—,
—(CH,);, and —(CH,),—. In another embodiment, R, and/
or R, comprise, individually, a C,-C, , alkyl, more typically a
C,-Cy alkyl. In one embodiment, R, and R, can individually
comprise a hydrocarbon group originating from fusel oil. In
one embodiment, R; and R, individually can comprise a
hydrocarbon group having 1 to 8 carbon atoms. In one
embodiment, R, and R, individually can comprise a hydro-
carbon group having 5 to 8 carbon atoms. In another embodi-
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ment, A comprises a least one, typically at least two, of:
—(CH,),—, —CH,CH,CH(CH;)—, —CH,CH(C,H,)—,
—(CH,),—, —CH,CH,CH(CH;)—, or —CH,CH
(CHs)—

In one embodiment, the blend comprises adducts of alco-
hol and branched or linear diacids, the adducts having the
formula R,—OOC-A-COO—R, wherein R and/or R, com-
prise, individually, a C,-C,, alkyl, more typically a C,-Cq
alkyl, and A comprises a mixture of —(CH,),—,
—CH,CH,CH(CH;)—, and —CH,CH(C,Hs)—. In another
embodiment, R, and/or R, comprise, individually, a C,-C,,
alkyl, more typically a C,-Cg alkyl. It is understood that the
acid portion may be derived from such dibasic acids such as
adipic, succinic, glutaric, oxalic, malonic, pimelic, suberic
and azelaic acids, as well as mixtures thereof.

The dibasic esters of the present invention can be obtained
by a process comprising an “esterification” stage by reaction
of a diacid of formula HOOC-A-COOH or of a diester of
formula MeOOC-A-COOMe with a branched alcohol or a
mixture of alcohols. The reactions can be appropriately cata-
lyzed. Use is preferably made of at least 2 molar equivalents
of alcohols per diacid or diester. The reactions can, if appro-
priate, be promoted by extraction of the reaction by-products
and followed by stages of filtration and/or of purification, for
example by distillation.

The diacids in the form of mixtures can in particular be
obtained from a mixture of dinitrile compounds in particular
produced and recovered in the process for the manufacture of
adiponitrile by double hydrocyanation of butadiene. This pro-
cess, used on a large scale industrially to produce the greater
majority of the adiponitrile consumed worldwide, is
described in numerous patents and works. The reaction for
the hydrocyanation of butadiene results predominantly in the
formulation of linear dinitriles but also in formation of
branched dinitriles, the two main ones of which are methyl-
glutaronitrile and ethylsuccinonitrile. The branched dinitrile
compounds are separated by distillation and recovered, for
example, as top fraction in a distillation column, in the stages
for separation and purification of the adiponitrile. The
branched dinitriles can subsequently be converted to diacids
or diesters (either to light diesters, for a subsequent transes-
terification reaction with the alcohol or the mixture of alco-
hols or the fusel oil, or directly to diesters in accordance with
the invention).

Dibasic esters may be derived from one or more by-prod-
ucts in the production of polyamide, for example, polyamide
6,6. In one embodiment, the cleaning composition comprises
a blend of linear or branched, cyclic or noncyclic, C,-C,,
alkyl, aryl, alkylaryl or arylalkyl esters of adipic diacids,
glutaric diacids, and succinic diacids. In another embodi-
ment, the cleaning composition comprises a blend of linear or
branched, cyclic or noncyclic, C,-C,, alkyl, aryl, alkylaryl or
arylalkyl esters of adipic diacids, methylglutaric diacids, and
ethylsuccinic diacids

Generally, polyamide is a copolymer prepared by a con-
densation reaction formed by reacting a diamine and a dicar-
boxylic acid. Specifically, polyamide 6,6 is a copolymer pre-
pared by a condensation reaction formed by reacting a
diamine, typically hexamethylenediamine, with a dicarboxy-
lic acid, typically adipic acid.

In one embodiment, the blend of dibasic esters can be
derived from one or more by-products in the reaction, syn-
thesis and/or production of adipic acid utilized in the produc-
tion of polyamide, the cleaning composition comprising a
blend of dialky] esters of adipic diacids, glutaric diacids, and
succinic diacids (herein referred to sometimes as “AGS” or
the “AGS blend”).
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In one embodiment, the blend of esters is derived from
by-products in the reaction, synthesis and/or production of
hexamethylenediamine utilized in the production of polya-
mide, typically polyamide 6,6. The cleaning composition
comprises a blend of dialkyl esters of adipic diacids, methyl-
glutaric diacids, and ethylsuccinic diacids (herein referred to
sometimes as “MGA”, “MGN”, “MGN blend” or “MGA
blend”).

In certain embodiments, the dibasic ester blend comprises:
a diester of formula I:

@

a diester of formula II:

an

R, w Ry;
\O O/

a diester of formula III:

and

(1)

o R..
R

¢}

R, and/or R, can individually comprise a hydrocarbon hav-
ing from about 1 to about 8 carbon atoms, typically, methyl,
ethyl, propyl, isopropyl, butyl, isobutyl, n-butyl, isoamyl,
hexyl, heptyl or octyl. In such embodiments, the blend typi-
cally comprises (by weight of the blend) (i) about 15% to
about 35% of the diester of formula I, (i) about 55% to about
70% of the diester of formula II, and (iii) about 7% to about
20% ofthe diester of formula I11, and more typically, (i) about
20% to about 28% of the diester of formula I, (ii) about 59%
to about 67% of the diester of formula I, and (iii) about 9% to
about 17% of the diester of formula III. The blend is generally
characterized by a flash point of 98° C., a vapor pressure at
20° C. of less than about 10 Pa, and a distillation temperature
range of about 200-300° C. Mention may also be made of
Rhodiasolv® RPDE (Rhodia Inc., Cranbury, N.J.), Rhodi-
asolv® DIB (Rhodia Inc., Cranbury, N.J.) and Rhodiasolv®
DEE (Rhodia Inc., Cranbury, N.J.).

In certain other embodiments, the dibasic ester blend com-
prises:
a diester of the formula I'V:

av)
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a diester of the formula V:

V)
O O
R, Ry;
~o o
and, optionally,
a diester of the formula VI:
(VD
O
o) R,.
RY o~

¢}

R, and/or R, can individually comprise a hydrocarbon hav-
ing from about 1 to about 8 carbon atoms, typically, methyl,
ethyl, propyl, isopropyl, butyl, isobutyl, n-butyl, isoamyl,
hexyl, heptyl, or octyl. In such embodiments, the blend typi-
cally comprises (by weight of the blend) (i) from about 5% to
about 30% of the diester of formula IV, (ii) from about 70% to
about 95% ofthe diester of formula 'V, and (iii) from about 0%
to about 10% of the diester of formula V1. More typically, the
blend typically comprises (by weight of the blend): (i) from
about 6% to about 12% of the diester of formula IV, (ii) from
about 86% to about 92% of the diester of formula V, and (iii)
from about 0.5% to about 4% of the diester of formula V1.

Most typically, the blend comprises (by weight of the
blend): (i) about 9% of the diester of formula IV, (ii) about
89% of the diester of formula V, and (iii) about 1% of the
diester of formula VI. The blend is generally characterized by
aflash pointofof 98° C., a vapor pressure at 20° C. ofless than
about 10 Pa, and a distillation temperature range of about
200-275° C. Mention may be made of Rhodiasolv® IRIS and
Rhodiasolv® DEE/M, manufactured by Rhodia Inc. (manu-
factured by Rhodia Inc., Cranbury, N.I.).

In one embodiment, the dibasic ester blend comprises one
or more of any of the dibasic esters of: formula (I), formula
(II), formula (I1I), formula (IV), formula (V), and/or formula
(V]), in any percentage. In one embodiment the dibasic ester
blend comprises one or more of any branched dibasic esters,
which in one specific embodiment is dialkyl methyl glutarate.

In another embodiment, the solvent blend or solvent blend
can include other solvents or mixtures thereof, including but
not limited to aliphatic or acyclic hydrocarbons solvents,
halogenated solvents, aromatic hydrocarbon solvents, cyclic
terpenes, unsaturated hydrocarbon solvents, halocarbon sol-
vents, polyols, alcohols including water-soluble alcohols,
ketones or aldehydes such as ethanol, methanol, 1- or 2-pro-
panol, tert-butanol, acetone, methyl ethyl ketone, acetalde-
hyde, propionaldehyde, ethylene glycol, propylene glycol,
alkoxy ethylene glycols and propylene glycols such as
2-methoxyethanol,  2-butoxyethanol, diethyleneglycol,
2-ethoxyethanol, and the like.

The polystyrene volume reducing agent can comprise
additional components, including but not limited to one or
more surfactants. In some embodiments, surfactants can be
one or more anionic surfactants, one or more cationic surfac-
tants, one or more non-ionic surfactants, one or more zwitte-
rionic surfactants, one or more amphoteric surfactants or any
combination thereof.

The surfactant can be any number of amphoteric, cationic,
anionic or nonionic surfactants or a blend of surfactants. In
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one embodiment, the surfactant a nonionic surfactant, typi-
cally, an alcohol ethoxylate, an alkyl phenol ethoxylate or a
terpene alkoxylate. More typically, the surfactantis a C7-C12
alcohol ethoxylate, e.g., Rhodasurf 91-6 surfactant manufac-
tured by Rhodia Inc. (Cranbury, N.J.), and most typically, the
surfactant is a C9-C11 linear alcohol ethoxylate.

In other embodiments, additional components in the poly-
styrene volume reducing agent can comprise a terpene, ter-
pene EO/PO, pinene or derivative thereof, as well as additives
such as fragrances and solubilizers, pH adjusting agents,
whiteners, delaminates, opacifying agent, anti-corrosion
agents, anti-foaming agents, coloring agents, stabilizers and
thickener.

Described herein are methods for reducing the volume of
polystyrene foam comprising the steps of: contacting a vol-
ume reducing agent to polystyrene foam, whereby the foam
reduction agent is capable of collapsing a polystyrene cell to
form a compact gel material.

In one embodiment, the volume reducing agent comprises
branched dibasic esters with optional additives, such as sur-
factants and the like. In a condensed, higher density form, the
polystyrene foam is can be efficiently transported, as the
volume of material per weight is decreased significantly
allowing more polystyrene material to be transported at a
given time. Further, in its dispersed form (i.e., in solvent), the
polystyrene foam can further be more easily processed dur-
ing, for example, recycling and the like. The polystyrene in its
dispersed form is capable of being pumped, which offers
advantages in processing.

In one embodiment, the solvent blend is made up of
branched dibasic esters, which are environmentally friendly,
readily biodegradable, non-toxic and/or non-flammable, and
are generally safer to handle than typical solvents utilized.
Other solvents such as acetone, butyl acetate and like are
hazardous and have high vapor pressures, thus more easily
evaporate making them a less than ideal solvent for dissolving
polystyrene and maintaining the polystyrene in sludge or gel
form for extended periods of time, for example, during trans-
portation. Thus, the volume reducing agents/compositions
described herein address the problems of readily evaporation
of traditional, toxic and highly volatile industrial solvents.

Further, the polystyrene volume reducing agent is more
environmentally friendly that traditional solvents such as
acetone and butyl acetate, and thus would not have as great of
anegative environmental impact as such traditional industrial
solvents.

In one embodiment, heat is added to the process of to
increase the capacity of polystyrene in the solvent and/or
increase the rate at which the polystyrene is dissolved. The
solvents used in the process can be separated or filtered from
the polystyrene during processing, e.g., recycling process.

In one embodiment, the polystyrene is torn, cut, shredded,
sliced or otherwise made or converted into smaller pieces
prior to contacting with the volume reducing agents or com-
positions described herein. In other embodiments, the poly-
styrene is torn, cut, shredded, sliced or otherwise made into
smaller pieces after contacting with the volume reducing
agents or compositions described herein.

The polystyrene can be added to a container charged with
the volume reducing agent. In another embodiment, the poly-
styrene is contacted with the volume reducing agent through
spraying or otherwise and then placed in the container. In
other embodiments, the polystyrene is placed in the container,
then contacted with the volume reducing agent or composi-
tion described herein by spraying or other means. The volume
reducing agent promotes reduction of the volume of polysty-
rene once in contact with the polystyrene.

EXPERIMENTS

Dissolution experiments were performed on polystyrene
foam (EPs) using both linear dibasic esters (Control) and
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non-linear or predominately non-linear dibasic esters (Ex 1
and Ex 2). Ex 1 contains dimethyl methylglutarate and dim-
ethyl ethylsuccinate, and about or less than 1% by weight of
solvent of dimethyl adipate. Ex 2 contains dimethyl methyl-
glutarate and dimethy] ethylsuccinate. Control contains dim-
ethyl glutarate, dimethy succinate and dimethyl adipate.

Referring to Table 1, the typical linear dibasic ester, such as
AGS-type traditionally utilized (Control), quickly becomes
saturated between 4 and 4.8 wt % (by weight of solvent)
polystyrene (EPS). The non-linear dibasic ester (Ex 2), and
predominantly non-linear dibasic ester (Ex 1), do not become
saturated until about 18 wt % (by weight of solvent). This is
a 4.5 fold increase in solubility as compared to the AGS-type
dibasic ester, which is significant and unexpected.

Experiment 1

As can be seen from FIG. 1, the Control solvent no longer
dissolves polystyrene between 4% and 4.8%, which is where
the Control solvent became saturated (thus, there are no data
points past these respective points). Ex 1 (branched dibasic
esters+trace adipate) and Ex 2 (branched dibasic esters) were
saturated around 18% (actually between 18% and 18.8%),
which is significantly and unexpectedly higher than the Con-
trol.

While not being bound by theory, it is believed that the
solubility of Ex1 and Ex2 are obtained from the non-linear
portion of this mixture and not the linear portion.

TABLE 1

Approximate Saturation
Concentration of EPS

Control (linear DBEs)

Ex 1 (predominantly non-linear
DBEs)

Ex 2 (non-linear DBEs)

4%
18%

18%

The depicted and described preferred embodiments of the
invention are exemplary only and are not exhaustive of the
scope of the invention. Consequently, the invention is
intended to be limited only by the spirit and scope of the
appended claims, giving full cognizance to equivalents in all
respects.

What is claimed is:

1. A method for reducing the volume of polystyrene foam
comprising the steps of:

contacting a volume reducing agent to polystyrene foam,

wherein the volume reducing agent comprises

a dibasic ester blend comprising a dialkyl methylglutarate

and a dialkyl ethylsuccinate, wherein the blend com-

prises, by weight of the blend:

(1) from about 80% to about 92% of dialkyl methylglu-
tarate, and

(i) from about 3% to about 20% of dialkyl ethylsucci-
nate,

whereby the volume reduction agent is capable of collaps-

ing a polystyrene cell to form a compact gel material.

2. The method of claim 1 wherein the volume reducing
agent further comprises a surfactant.

3. The method of claim 1 wherein the dibasic ester blend
further comprises a dialkyl adipate.

4. The method of claim 2 wherein the surfactant is selected
from the group consisting of a terpene alkoxvlate and an
alcohol ethoxylate.

5. A method for reducing the volume of polystyrene foam
comprising the steps of:

contacting a volume reducing agent to polystyrene foam,

wherein the volume reducing agent comprises:
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a dibasic ester of the formula I'V: a dibasic ester of formula VI:
(VD
(@]
)
5 o) Ry,
? e o~
0 Ry;
Ry o 0
o wherein R1 and R2 each individually comprise a hydro-
10 carbon having from about 1 to about 8 carbon atoms,
wherein the blend comprises, by weight of the blend: (i)
a dibasic ester of formula V: from about 80% to about 92% of the dibasic ester of

formula V:, and (ii) from about 3% to about 20% of the
dibasic ester of the formula IV,
vy ;5  Wwhereby the volume reduction agent is capable of collaps-
O O ing a polystyrene cell to form a compact gel material.
6. The method of claim 2 wherein the surfactant is selected
from an alcohol ethoxylate, an alkyl phenol ethoxylate or a
terpene alkoxylate.
o 7. The method of claim 5 wherein the volume reducing
agent further comprises a surfactant.

R .
2\ Ry;

and, optionally, I T S



